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THIS METHOD STATEMENT COVERS THE FIXING OF MasterSeal 910 S, A 
PREFORMED WATER BAR, THAT SWELLS IN CONTACT WITH WATER, TO SEAL 
CONSTRUCTION JOINTS. 

METHOD STATEMENT: MasterSeal 910 S 

1. APPLICATION: 

1.1. The concrete substrate to which the MasterSeal 910 S is to be fixed must be smooth 
and sound. 
1.2. Minor imperfections will be filled by the MasterSeal 911. 

1.3. Cut the MasterSeal 910 S to the required length. 

NOTE: If more than one length of water bar is required, or the MasterSeal 910 S is being 
wrapped around piles, allow the water bar to overlap at the joint for a minimum of 2cm in a 
side by side manner. 

1.4. Fix the MasterSeal 910 S to the concrete substrate using MasterSeal 911. Apply light 
tension to the MasterSeal 910 S as it is being fixed. Allow the adhesive on the verticals to 
dry at least over night before concreting. 

1.5. Protect the fixed MasterSeal 910 S from mould release oil and dirt. Do not saturate the water 
bar before concreting as this may cause it to swell. 
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